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% F* (Customer) LLCElectroconnect HH#H (Date) 2019. 9. 30
5 (Type) H140AP 1080 RC: 63% YRS (P/N)
$&E (Quantity) 634
R 75 ¥ B2 iRy MR &5 1 B
INSPECTION U PROPERTY INSPECTION INSPECTION REMARKS
ITEM VALUES METHOD RESULT
5P - IPC-4101 IPC-TM-650 0K
APPEARANCE 3.8.3.2 2.1.5
KE - IPC-TM-650
LENGTH . ey 2.2.19.1 300
5 < IPC-TM-650
WIDTH s =260 2.2.19.1 1460
W& & IPC-TM-650
+
RESIN CONTENT s 633 2.3.16.1 624
gidin )] IPC-TM-650
GEL TIME e 130+20 2.3.18 129
W Rg i Eh BE IPC-TM-650
<
RESIN FLOW % 4015 2.3.17 268
HERH IPC-TM-650
<.
VOLATILENESS o 0ars 2.3.19 031
Work No. :
19924D02AA 19924D03AA 19924D04AA 19924D05AA 19924D06AA
19924D07AA
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We certify the above material
IPC-TM-650 strictly; The data

ﬁﬁﬂﬁmuLFﬁﬁémGumzaﬁﬁﬁii,uima%ﬁﬁ&ﬁ%%w&mﬁw&ﬁ:£¢W%%%E&ﬁﬁm

conforming to the specification of IPC-4101, and test method follows the
of resin flow and volatileness is for referénce only.
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